
Test Report
Applicant name: HANGZHOU HIGH PER CORPORATION LIMITED

Applicant address: Room 1701,Unit 2 Building 3 Jiarun Mansion,Jinji Road,Xiaoshan District,
Hangzhou City Zhejiang Province China

Sample information:
Sample Name: OFF ROAD ELECTRIC MOTORCYCLE
Sample Model: HP118EB, HP110EA, HP110EB, HP110EC, HP111E, HP112E, HP113E, HP114E,

HP115E, HP116E, HP117E, HP118EA, HP118EC, HP119E, HP120E, HP121E,
HP122E, HP123E, HP124E, HP125E, HP126E, HP127E, HP128E, HP129E,
HP130E,HP108E-B

Trade mark : HIGHPER
Manufacturer: HANGZHOU HIGH PER CORPORATION LIMITED

Sample Received Date: Nov. 04,2022
Testing Period: Nov. 04,2022~Nov. 08,2022
Test Requested As specified by client, to determine the Lead, Cadmium, Mercury,HexavalentChromium,

PBBs, PBDEs, DEHP, BBP, DBP & DIBP content in the submitted sample compliance with RoHS directive
2011/65/EUAnnex II amending Annex (EU)2015/863 and amending Annex (EU)2017/2102.

Test Method:
Tested Item(s) Test Method Measured Equipment(s) MDL
Lead(Pb) IEC 62321-5:2013 ICP-OES 2mg/kg

Cadmium(Cd) IEC 62321-5:2013 ICP-OES 2mg/kg
Mercury(Hg) IEC 62321-4:2013+A1:2017 ICP-OES 2mg/kg

Hexavalent Chromium(Cr(VI))
IEC 62321-7-1:2015
IEC 62321-7-2:2017 UV-VIS 2mg/kg

Polybrominated Biphenyls (PBBs) IEC 62321-6:2015 GC-MS 5mg/kg

Polybrominated Dipheny1 Ethers (PBDEs) IEC 62321-6:2015 GC-MS 5mg/kg
Di-(2-ethylhexyl) phthalate(DEHP) IEC 62321-8:2017 GC-MS 50mg/kg

Benzylbutyl phthalate(BBP) IEC 62321-8:2017 GC-MS 50mg/kg

Dibutyl phthalate (DBP) IEC 62321-8:2017 GC-MS 50mg/kg
Diisobutyl phthalate(DIBP) IEC 62321-8:2017 GC-MS 50mg/kg

Test Result(s) Please refer to the following page(s).

Test by： Inspected by：______________

Approved by： Date ： Nov. 08,2022
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Test Result:

No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

01 tire

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

02 axle

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

03 nut

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

04 plate washer

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

05 bearing

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

06 rim

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

07 inner pipe-fornt
wheel

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

08 front fork

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

09 screw

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

10 lock nut

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

11 down clamp-
handlebar

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

12 handlebar

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

13 throttle assembly

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

14 grip

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

15 nylon spacer

bush

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

16 brake cable

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

17 foot rest

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

18 frame

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

19 battery bracket

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

20 number plate

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

21 kick stand

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

22 chain tensioner

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

23 chain

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

24 sprocket

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

25 valve cap

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

26 brake disk

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

27 caliper

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

28 O ring

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

29 fender

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

30 decorative cap

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

31 electric
faceplate

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

32 screw

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

33 plastic screw

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

34 chain guard-rear

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

35 seat assembly

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

36 battery

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

37 DC2. 1 charging

port

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

38 controller

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

39 charger

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

40 charger gap

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

41
wire tie

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

42 buckle

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

43 Power cable

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

44 connecting wire-
battery

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

45
Forehead

waterproof sheet

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

46 Panel waterproof

ring

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

47 Pressure block

plug

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

48 Horizontal tube

silica gel

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

http://www.httprc.com/
http://www.httprc.com/


Test Report

Report No. ATS221104008R Page 14 of 21
www.ats-cert.comTel: 0755-23304558

No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

49 end graphics

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

50 label

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

51 foam

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

52 bubble bag -
handelbar

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

53 plastic bag-label

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

54 carton

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

55 tool kit

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

56 plastic bag - car

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

57 Inner pipe-wheel

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

58 Socket head cap

screw

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

59 Jam nut

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.

60 Inner hole flat pad

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 N.D.
PBDEs 1000 N.D.
DEHP 1000 N.D.
BBP 1000 N.D.
DBP 1000 N.D.
DIBP 1000 N.D.
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No. Part Name
Restricted

Substances
Limit（mg/kg） Test Results

61 Flat head screw

Pb 1000 N.D.
Cd 100 N.D.
Hg 1000 N.D.
Cr6+ 1000 N.D.
PBBs 1000 -
PBDEs 1000 -
DEHP 1000 -
BBP 1000 -
DBP 1000 -
DIBP 1000 -

Note:
N.D. =Not Detected(<MDL)
mg/kg = ppm =parts per million
“- ”=Not specified
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Weigh sample and place it in a

Microwave digestion vessel
Add digestion reagent

Digest sample in microwave

digestion oven

Dry Ashing/Alkali Fusion/Acid Dissolution Residue

Analyzed by

ICP-OES

Make up with

deionized water

Solution

Weigh sample and place it in a

Microwave digestion vessel
Add digestion reagent

Digest sample in microwave

digestion oven

Alkali Fusion/Acid Dissolution Residue

Weigh sample and place

it in a conical flask
Add digestion solution

Heat at 90-95℃ for

3hours

Test process
1. Test for Pb/Cd Content

2. Test for Hg Content

Analyzed by

ICP-OES

Make up with

deionized water

3.Test for Chromium(Ⅵ)Content

Add digestion solution Adjust the pH value

of the solution

Cool and filter

Adjust the pH value

of the solution

Make up with

deionized water
Analyzed by UV-Vis

Filtration

Filtration

Solution
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Weigh sample and

Place it in a thimble

Extracted with

Organic solvent
Concentrate the extract

Analyzed by GC-MS Make up with

Organic solvent

Transfer the extract into a

Volumetric flask

Weigh sample and

Place it in a thimble

Extracted with

Organic solvent
Concentrate the extract

Analyzed by GC-MS Make up with

Organic solvent

Transfer the extract into a

Volumetric flask

4. Test for PBBs/PBDEs Content

5. Phthalates Content
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Test Report
Photo(s) of the sample(s)

http://www.httprc.com/
http://www.httprc.com/


Report No. ATS221104008R Page 21 of 21
www.ats-cert.comTel: 0755-23304558

Test Report

*** End of report ***

This report is considered invalidated without the Special Seal for Inspection of theATS. This report shall not be altered,

increased or deleted. The results shown in this test report refer only to the sample(s) tested. Without written approval

of ATS, this test report shall not be copied except in full and published as advertisement.
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